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Section 708. — PLASTIC PIPE
[bookmark: _Hlk193187780]Include the following when heat fusion welded HDPE pipe is used on the project.
708.09 Add the following:
708.09 Heat fusion welded high density polyethylene (HDPE) pipe. Provide pipe and fittings conforming to ASTM F714 with a minimum designation code of PE4710 and a minimum cell classification of 445474C or 445574C. Only use recycled compounds from the same manufacturing plant and of the same resin type.
